
 

FABRIC SPECIFICATION Quality: BALMORAL327

COMPOSITION: 100% WOOL WORSTED

CONSTRUCTION: WOVEN

WEIGHT: (gms/lin.metre) 285 GSM

USABLE WIDTH: (cms) 137 CMS

FINISH: NONE

COLOURATION: YARN DYED

RECOMMENDED CLEANING METHOD: DRY CLEAN ONLY

COLOUR FASTNESS TO: RUBBING: WET 4-5 DRY 4-5

LIGHT: COLOUR DEPENDENT

WASHING: CHANGE 4-5

STAINING PES 4

VIS 4

WOOL 4-5

COTTON 4

PERSPIRATION: STAINING PES 4-5

COTTON 4-5

SHRINKAGE ON WASHING: WARP NOT TESTED

WEFT NOT TESTED

PILLING RESISTANCE: 3-4

ABRASION RESISTANCE: 44 500

SIGNED: DATE:


